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ABSTRACT

Hydrogen formed by cathodic polarization of a bright Pt
electrode in CO-saturated 1M H2S0 4 is shown to remain
associated with the electrode for relatively long periods of
time. Such hydrogen causes unusual open-circuit potential
behavior after anodic pulses and can give characteristic
hydrogen regions in anodic charging curves. Bringing the
electrode potential to a value where hydrogen is normally
thought to be absent does not assure that all the hydrogen is
removed.
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CATHODIC PRETREATMENT EFFECTS ON THE BEHAVIOR
OF A PLATINUM ELECTRODE

INTRODUCTION

The importance of clean electrodes in electrochemical studies is well understood
today. In recent years a number of ingenious cleaning or "activation" procedures have
been reported in the literature that involve cycling the electrode through various potential
regions in a fixed way prior to the electrochemical measurements of interest - the most
usual process involves the potentiostatic anodization to 02 evolution followed by cathodi-
zation to the region of interest. It is sometimes reported that reproducible results depend
on adherence to the activation process chosen, that reproducible results are not obtained
until after a number of activation cycles, or that it is necessary to wait a given amount of
time after a cleaning cycle before time-dependent changes related to the cleaning proce-
dure are no longer noticeable.

Recent work from this Laboratory has demonstrated that oxygen anodically generated
on the surface of a bright Pt electrode can dissolve inside the electrode (probably in what
we have termed the "derma," a relatively few atomic layers of Pt just below the surface
layer) in significant amounts and in times as short as 1000 tsec (1). Such dermasorbed
oxygen can strongly affect the catalytic activity of a Pt electrode (1) and the rate of attain-
ment of the rest potential of a Pt electrode on open circuit (2). It can also act as a chem-
ical reactant, oxidizing species adsorbed on the electrode surface (3). Thus the activation
procedure chosen may contaminate the electrode with dissolved oxygen that can then
influence subsequent measurements in an important and generally unsuspected way. The
purpose of this work was to show that hydrogen generated cathodically on an electrode
(also frequently involved in activation procedures) can also dissolve, probably primarily
in the derma, and can also affect subsequent measurements in an important way.

EXPERIMENTAL METHOD AND DISCUSSION

Using previously reported techniques (4) and apparatus (1), a bright Pt bead electrode
in IM H2SO4 , saturated with slowly bubbling CO at 1 atm, was polarized with single 3.8 amp/
cm 2 (all areas based on true area as defined in Ref. 5) constant-current pulses up into the
02-evolution region (4) (total charge passed = 1620 Acoulomb/cm 2 ). No preliminary
electrode treatment was used. The electrode was permitted to return on open circuit to
its normal open-circuit potential before each successive pulse. The subsequent open-
circuit decay of potential was observed on a Tektronix Type 547 oscilloscope using a 10-
megohm impedance probe and the Pt wire electrode as reference. The decay was gradual
back to the open-circuit potential prevailing before the pulse.

If, however, the working electrode was pretreated by cathodization to H2 evolution for
a few minutes and then allowed to recover on open circuit to 0.36 v (all voltages in this
paper versus N.H.E.), open-circuit potential changes following identical, single 3.8 amp/
cm2 anodic pulses gave decay curve such as are shown in Fig. 1. Electrode potential after
each anodic pulse decayed below, i.e., became more cathodic than, the original open-circuit
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Fig. I - Open-circuit decay curves obtained with elec-
trode cathodically pretreated before the first trace.

= I The lowest trace is the first decay curve, the second
from the bottom, the second taken, etc. All four traces

II start at the same open-circuit potential, shown as a

olCi 0 dot on the left. Each decay curve was preceded by a
.- 3.8 amp/cm2 , 425 pzsec anodic pulse, off scale in the

Z00 o photograph. Between the first decay curve and each
kM subsequent curve, time elapsed and several anodic
-- 1V pulses were applied to help remove hydrogen dissolved

2SEC TIME- in the electrode.

potential and then slowly rose back to this potential.-.- As Fig. I shows, the amount of
cathodic overshoot on decay was largest for the first anodic pulse after pretreatment -
potentials as low as 0.015 v were observed. As time elapsed and as the electrode was
again anodically pulsed, the overshoot decreased, and the time required for the potential
to decay back to the open-circuit rest potential decreased. After 30 min or longer,
depending on the number of anodic pulses applied, no evidence of the negative overshoot
remained, and decay curves were identical with those obtained before pretreatment. The
time required for the phenomenon to disappear was directly related to the time and cur-
rent density of hydrogen generation on the electrode during pretreatment and inversely
related to the number of anodic pulses applied in the interval and to the number of cou-
lombs per pulse. Precathodization until visible bubbles of H2 adhered to the electrode
enhanced the phenomenon.

All of the above experimental evidence is consistent with the following sequence of
steps which have been formulated to explain the phenomenon:

1. Hydrogen generated on the electrode during cathodic pretreatment dissolves in
the metal and also forms H2 bubbles that adhere to the surface.

2. Subsequently, CO from solution chemisorbs on the surface of the electrode, dis-
placing adsorbed hydrogen, and the electrode potential moves to about 0.36 v, character-
istic of a Pt electrode covered with CO (4).

3. A suitable subsequent anodic charging curve strips the CO from the surface and
deposits a monolayer of adsorbed oxygen.

4. Dermasorbed hydrogen and H2 dissolving from the adhering H2 bubbles quickly
diffuse to the electrode surface, remove the adsorbed oxygen by reaction with it, and form
a layer of adsorbed H, the surface coverage depending on the amount of hydrogen initially
present. The adsorbed H thus governs the open-circuit potential during the cathodic over-
shoot, before an appreciable amount of CO has had time to readsorb.

5. The adsorbed H is slowly displaced with CO and the potential returns to about
0.36 v.

It is reasonable that the dissolution hypothesized in step 1 should occur, particularly
in a solution containing a strongly chemisorbable organic compound that can act as an
electrode poison. Evidence for hydrogen dissolution in clean Pt in He-saturated solution
has previously been presented (1), and it has been shown that diffusion of hydrogen into
Pt is greatly increased by poisoning the surface (6).

"'Our observation of this phenomenon is not novel. Others have reported similar behavior
in solutions containing formic acid and other organic compounds, but our proposal that
this may be related to cathodic pretreatment is believed to be new.
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As can be seen in Fig. 2(a) and (b) (the pulses with the shorter rise times), an anodic
charging curve taken under the conditions prevailing at the end of step 2 shows no evidence
of any hydrogen on the surface nor any hint of any underlying hydrogen. It is, in fact,
typical of a CO-covered electrode. This is not surprising, for anodic charging curves
taken in solutions saturated with mixtures of H2 and CO also showed no evidence of the
presence of H2. Evidently CO does chemisorb tightly enough to displace hydrogen, and
apparently a monolayer of CO adsorbed on the surface is sufficient to control open-circuit
potential. This differs from the case of the less tightly adsorbed formic acid; H2 gas in
solution can apparently chemisorb preferentially on the surface and contribute a charac-
teristic form to anodic charging curves (7).

Fig. 2 - Anodic charging curves taken during (a)

potential decay after initial pulse - both the -,

initial charging curve (the one with the shortest *
rise time) and the second charging curve taken
during the decay show on each photograph. In
(a) and (b) the electrode was first cathodically i

0 (C) (d
pretreated (and thus presumedto containhydro- 3 :nEim
gen), and in (c) and (d) it was not pretreated. E **uw *****'
Figure 2(a) was taken at the bottom of the ca- * an E ..
thodic overshoot, (b) about 1/2 sec after first -.I- __i[lu.EUEEEn
pulse (cf. Fig. 1), (c) about 1/2 sec after first 05vE ui nU n
pulse and (d) about I sec after first pulse. -2 S- TIME-20,•SEC

Step 4 requires (a) that displacement of adsorbed H atoms by CO be a slow process
and (b) that dermasorbed hydrogen and dissolved H2 at the surface/solution interface be
able to move to the surface and react with adsorbed 0 atoms quickly. Indirect evidence
(4) has already been found (under slightly different conditions, however) for relatively
slow CO adsorption on Pt being anodically polarized, and work currently in process indi-
cates that readsorption on an electrode containing hydrogen is much slower than on an
electrode free of hydrogen. Previous results (1) have shown that dermasorbed hydrogen
can move to the surface and react with oxygen being anodically generated in times slightly
longer than 1000 1tsec - a very short time compared to CO readsorption times of seconds.

If the hypothesized sequence of events is valid, it should be possible to detect hydro-
gen on the surface of the electrode at the time of the cathodic overshoot. Accordingly, the
electrode was first pulsed with a short anodic pulse to just strip off the CO without depos-
iting a substantial amount of adsorbed oxygen. Then, when the cathodic overshoot reached
its maximum, a second pulse was photographed (Fig. 2(a), pulse with the slower rise time).
The trace was indicative of a small amount of hydrogen on a poisoned surface. When the
second pulse was taken more quickly, before much CO could readsorb to poison the elec-
trode, a distinctive plateau characteristic of a small coverage of adsorbed atomic H was
seen. Quite a different situation prevailed with an electrode that had not been cathodically
polarized. No evidence of hydrogen is seen in the second pulses. The second pulse in
Fig. 2(c) (pulse with the longer rise time) closely resembles a slightly poisoned electrode
in a He-saturated solution (compare with Fig. 1(a) in Ref. 8), whereas the second pulse in
Fig. 2(d) (superimposed on first pulse) shows that the surface is virtually fully re-covered
with CO in about 1 sec.

CONCLUSIONS

1. Cathodic polarization to H2 evolution can cause hydrogen to become associated
with a Pt electrode in such a way (probably dermasorbed with concurrent bubble formation)
that effects due to this hydrogen can be observed long after cathodization. Bringing the
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electrode potential to a value where hydrogen is normally thought to be absent does not
assure that all the hydrogen is removed. This has been studied in CO-saturated H2S0 4,
but is probably quite general.

2. The presence of adsorbed H atoms slows CO readsorption on an anodically charged
electrode by more than an order of magnitude. Concomitant presence of dermasorbed
hydrogen may or may not be important.

3. Hydrogen formed during cathodic pretreatment can produce spurious open-circuit
potential behavior and characteristic hydrogen regions in anodic charging curves.

4. Although this work was done under conditions of actual H2 evolution, it is believed
that generation of any reasonable amount of hydrogen will cause the same phenomena.
This remains to be proven, however.
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